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1 Resumen 
Los procesos de degradación metálica pueden ser controlados mediante el uso de sustancias químicas 
conocidas como inhibidores de corrosión. La adsorción de la molécula en la interfase metal - solución evita el 
contacto entre el metal y el electrolito. Los inhibidores comerciales son sustancias altamente tóxicas que 
afectan al organismo. El aceite esencial del orégano mexicano presenta componentes como fenoles y terpenos 
capaces de reducir la corrosión. La presente investigación evalúa el comportamiento del aceite esencial de 
orégano mexicano como inhibidor verde con respecto a un inhibidor comercial probado en campo a base de 
Imidazolina para un acero 1018 sumergido en un medio de ácido clorhídrico 0,5 M mediante el uso de 
Técnicas Electroquímicas. El inhibidor verde alcanza una eficiencia de hasta un 83% a 200 ppm al cabo de 24 
horas de su aplicación. Mediante el uso de Circuitos Eléctricos Equivalentes se representará el 
comportamiento de la interfase entre el metal-inhibidor y electrolito. 

1.1 < Palabras Clave. > 
Electroquímica, Inhibidor, Acero 1018, Aceite de Orégano, Imidazolina. 

2 Abstract 
Metal degradation processes can be controlled by the use of chemical substances known as corrosion 
inhibitors. Adsorption of the molecule at the metal-solution interface prevents contact between the metal and 
the electrolyte. Commercial inhibitors are highly toxic substances that affect the body. The essential oil of 
Mexican oregano has components such as phenols and terpenes capable of reducing corrosion. The present 
investigation evaluates the behavior of the essential oil of Mexican oregano as a green inhibitor with respect to 
a commercial inhibitor tested in the field based on Imidazoline for a steel 1018 submerged in a medium of 0.5 
M hydrochloric acid by the use of Electrochemical Techniques. The green inhibitor achieves an efficiency of 
up to 83% at 200 ppm after 24 hours of its application. Through the use of Equivalent Electrical Circuits, the 
behavior of the interface between the metal-inhibitor and electrolyte will be represented. 

2.1 < Keywords: (3-5 word)> 
Electrochemistry, Inhibitor, 1018 steel, Oregano Oil, Imidazolina 
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