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1 Resumen 
En	   el	   presente	   trabajo	   de	   investigación	   se	   presenta	   la	   síntesis	   controlada	   de	   nanoesferas	   de	   dióxido	   de	  
titanio	   (TiO2)	   utilizando	   el	   método	   Sol-‐Gel	   modificado.	   Para	   controlar	   la	   estructura	   cristalina	   de	   las	  
nanopartículas	  obtenidas	  se	  sometieron	  a	  tratamiento	  térmico	  a	  450°C	  en	  una	  atmósfera	  con	  aire.	  Utilizando	  
difracción	  de	   rayos	  X	   se	   encontró	  que	   las	   nanoestructuras	  presentan	   la	   fase	   cristalina	   anatasa,	   la	   cual	   fue	  
corroborada	  por	   espectroscopia	  Raman.	   La	   estequiometria	   del	   compuesto	   fue	  determinada	  por	   EDS	   y	   por	  
TEM	  fue	  posible	  corroborar	   la	  presencia	  de	  nanoesfera	  de	  TiO2,	  se	  realizó	  el	  análisis	  de	   la	  dependencia	  del	  
diámetro,	   forma	   y	   estructura	   cristalina	   de	   las	   nanoesferas	   sintetizadas	   en	   función	   de	   las	   condiciones	  
experimentales	   de	   síntesis.	   Adicionalmente	   se	   evaluó	   la	   actividad	   fotocatalítica	   en	   la	   decoloración	   de	   un	  
colorante	   modelo	   utilizado	   en	   la	   industria	   textil.	   Las	   nanoesferas	   de	   TiO2	   sintetizadas	   presentan	   tiempos	  
menores	  de	  decoloración	  del	  colorante	  de	  los	  reportados	  en	  la	  literatura	  

1.1 Palabras Clave 
Dióxido de titanio, Fotocatálisis, Decoloración 

2 Abstract 

The controlled synthesis of nanospheres of titanium dioxide (TiO2) using the modified Sol-Gel method is 
presented in the present work. To control the crystalline structure of the nanoparticles obtained, they were 
subjected to thermal treatment at 450 ° C in an atmosphere with air. Using X-ray diffraction it was found that 
the nanostructures present the anatase crystalline phase, which was corroborated by Raman spectroscopy. The 
stoichiometry of the compound was determined by EDS and by TEM it was possible to corroborate the 
presence of TiO2 nanosphere, the analysis of the dependence of the diameter, shape and crystalline structure of 
the nanospheres synthesized in function of the experimental conditions of synthesis. Additionally, 
photocatalytic activity was evaluated in the discoloration of a dye used in the textile industry. The synthesized 
TiO2 

 nanospheres present shorter decoloration times than those reported in the literature 
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